
Vizyon Micron Gold Coating -Color Gold Coating (Difference) 
 

Characteristics Micron Gold Coating Color Gold Coating 
Gold content 5 gr/lt 0,8 gr/lt 
Maximum coating thickness 3 m 0,2m 
Alloy Gold-iron-indium Gold-cupper-Silver 
Hardness 220 HV 180 HV 
Carat 23,5 18,5 
Allergies NO NO 
0,5 m full peeling time 25-30 month 12 month 

The amount of gold (0,5 m) 
plated in 1 kg of silver 

3-7 gr 0,1-0,3 gr 

 
 

Vizyon Micron Gold Coating -Normal Micron Gold Coating (Difference) 
 

Characteristics Vizyon Micron Gold 
Coating 

Normal Micron Gold 
Coating 

Gold content 5 gr/lt 5 gr/lt 
Maximum coating thickness 3 m 2m 

Alloy Gold-iron-indium Gold-cobalt (or nickel) 
Hardness 220 HV 240 HV 

Carat 23,5 23,5 
Allergies NO YES 

(if the alloy is gold-
cadmium it is 
carcinogenic) 

0,5 m full peeling time 25-30 month 30-35 month 

The amount of gold (0,5 m) 
plated in 1 kg of silver 

3-7 gr 3-7 gr 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 



 
Vizyon Rose Micron Gold Coating -Color Gold Coating (Difference) 

 
Characteristics Micron Gold Coating Color Gold Coating 
Gold content 4 gr/lt 0,5 gr/lt 
Maximum coating thickness 1,5m 0,2m 
Alloy Gold-Cupper Gold-Cupper 
Hardness 220 HV 180 HV 
Carat 18,5 14 

Allergies NO NO 
0,5 m full peeling time 20-25 month 12 month 

The amount of gold (0,5 m) 
plated in 1 kg of silver 

3-7 gr 0,1-0,3 gr 

 
Vizyon Rose Micron Gold Coating -Normal Micron Gold Coating (Difference) 

 
Coating Layers 

 
 
 
 
 
 
 
 
 


